Not Seasonally Adjusted

Exhibit 5. U.S. Imports For Consumption of Monitored Steel Products
Quantity in metric tons/value In thousands of dollars. (-) Represents zero or less than one half of measurement shown. Details may not equal totals due to rounding.

2005 2004
June May May June May
Preliminary Preliminary Final Final Final
Commodity
Grouping Quantity Value Quantity Value Quantity Value Quantity Value Quantity Value
Total Selected Commodities 1,708,225 1,316,817 1,671,123 1,297,458 1,687,274 1,309,185 2,298,599 1,397,213 2,008,918 1,173,725
Carbon/Alloy Products
Flat-rolled Products 1,113,403 755,924 1,075,145 747,246 1,079,559 750,418 1,638,681 904,326 1,446,318 751,056
Flat-rolled -- Slab 386,989 211,540 356,456 194,134} 356,456 194,134 561,353 239,865| 570,905] 232,267
Flat-rolled -- Plate 70,654 72,254 97,786 85,564 99,551 86,881 64,057 42,204 47,524 30,322
Flat-rolled -- Hot-Roll 282,440 167,804 238,082 149,315 239,786 150,351 463,416 241,750] 363,806 178,795
Flat-rolled -- Cold-Roll 89,930 72,030 92,299 74,984] 93,195 75,670) 198,929 128,225 186,063] 112,419
Flat-rolled -- Coated 236,768 194,949 253,020 212,731 253,069 212,865 316,081 229,922 233,116 168,277
Flat-rolled -- Tin Mill 46,621 37,346 37,501 30,517 37,501 30,517 34,845 22,359 44,904 28,976
Hot-rolled Bar 171,305 129,177 187,912 145,3314 194,976 148,683 176,864 108,696 146,535 90,083
Cold Finished Bar 32,489 43,469 29,113 34,086 29,194 34,132 25,236 26,797 19,189 18114
Rebar 114,042 50,718 125,559 53,286 125,823 53,674 206,444 108,172 161,228 91,990
Welded Pipe 246,424 230477 219,125 206,088} 223,199 210,093 225,585 175,970 208,970] 150,935
Fittings and Flanges 12,526 36,679 14,634 36,656 14,634 36,656 11,581 28,435 11,589 25,667
Stainless Steel Products
Bar 10,995 42,765 11,335 43,734 11,588 44,467 8,247 24,821 8,812 25,856
Rod 3,669 10,618 4,310 12,956 4,312 12,988 3,236 8,381 3,381 8,713
Wire 3374 16,990 3,990] 18,075 3,990 18,075 2,724 11,613 2,896 11,312
May 2005 Cumulative May 2004 Cumulative
To Date - Final To Date - Final
Commodity
Grouping Quantity Value Quantity Value
Total Selected Commodities 9,564,104 7,095,125 7,921,490 4,113,606
Carbon/Alloy Products
Flat-rolled Products 6,808,380 4,540,143 5,333,306 2,374,744
Flat-rolled -- Slab 2,379,723 1,267,211 2,162,924 683,545
Flat-rolled -- Plate 409,533 371,157| 250,021 134,100
Flat-rolled -- Hot-Roll 1,757,101 1,092,475 1,394,979 575,804
Flat-rolled -- Cold-Roll 736,805 550,120 510,957 300,533
Flat-rolled -- Coated 1,320,950 1,103,933 875,120 589,816
Flat-rolled -- Tin Mill 204,269 155,246 139,305 90,946
Hot-rolled Bar 924,832 708,822 860,053 472,372
Cold Finished Bar 137,621 162,772 90,672 82,686
Rebar 476,038 206,056 593,652 256,181
Welded Pipe 1,060,778 974,008, 926,179 619,683
Fittings and Flanges 66,070 168,237 50,407 116,439
Stainless Steel Products
Bar 54,028 206,963 38,275 105,639
Rod 19,042 53,935 13,258 30,610
Wire 17,313 74,189 15,688 55,253

NOTE: Data shown reflect imports of steel products from all countries included in the monitored steel categories, regardless of whether the product or country is subject to the
safeguard measures. See the cover report specifically explaining the current month's preliminary steel imports trade data or

www.census.gov/ foreign-trade/Press-Release/steel_index.html.
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